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SWIADECTWO Z BADAN nr 543.139 / DMFu/BE / 18

Zleceniodawca: Ciech Pianki Sp. z 0.0.
ul. Wojska Polskiego 65
85-825 Bydgoszcz

Metoda badan: Procedura Badawcza nr BE/16/2009 wyd. B z dnia 15.09.2017 r.

"ldentyfikacja i oznaczanie fumaranu dimetylu w wyrobach widkienniczych i skorze".

Przedmiot badan:  probka piankityp T

Prébka pobrana i dostarczona przez zleceniodawcg w stanie wiasciwym do badan.

Wiyniki badan:

W badanej probce w warunkach badania nie wykryto obecnosci fumaranu dimetylu DMFu (nr CAS 624-49-7).

Granica oznaczalno$ci metody 0,1 mg/kg (ppm)

Wyniki odnosza si¢ do okreslonych w metodzie warunkow badania.

Badanie wykonala: mgr inz. Aleksandra Stawska
Data otrzymania prébki: 2018-05-30

Data zakonczenia badania: 2018-06-08
Swiadectwo z Badan autoryzowala:

UWAGI
1. Wyniki badan odnosza si¢ jedynie do badanej probki.

2. Swiadectwo z badan zawiera 1 strong.
3. Bez pisemnej zgody laboratoriuim badawczego $wiadectwo nie moze by¢ powielane inaczej jak tylko w calosei.
4. W przypadku postugiwania si¢ niniejszym $wiadectwem, za zgodnos¢ wyrobu z badang probka odpowiedzialno$¢ ponosi Zleceniodawea
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Textile Research Institute, 92-103 Lodz, 5/15 Brzezinska Str.
Laboratory: 90-520 Lodz, 118 Gdanska Str., phone 48 42 2534422, 48 42 2534425, fax 48 42 2534490

e-mail: ekologia@iw.lodz.pl

TEST CERTIFICATE No. 543.139/ DMFu / BE / 18

Orderer: Ciech Pianki Sp. z 0.0.

ul. Wojska Polskiego 65
85-825 Bydgoszcz

Testing method: Testing Procedure No. BE/16/2009 ed. B dated 15.09.2017

"Identification and determination of dimethyl fumarate in textiles and leather".

Subject of test: PU foam grade T

Sampled and delivered by orderer, in a proper condition for test.

Test results:

In tested sample in testing method conditions dimethyl fumarate DMFu (CAS No. 624-49-7) was not detected.
LOQ of the method: 0.1 mg/kg (ppm)

The test results refer to conditions of the method.

Test carried out by: mgr inz. Aleksandra Stawska

Sample delivered at: 2018-05-30
Test finished at: 2018-06-08

NOTES:
1.
2
&

. Orderer shall be respensible for the conformity of product with the test sample, where the test certificate is used.

Test Certificate Authorized by:

The test certificate results only refer to the sample material provided.

The test certificate contains | page.

The test certificate shall not be reproduced, except in full, without the written approval of Testing Laboratory.
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